Contrado Fabric: Breathable Waterproof 1D2925

1. Resistance of fabric to penetration by water
2: Water vapour permeability index
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No. :DT18030094

Applicant (08309536)

Dezeription of Sample(s)
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Invesznization(s) Requested

Page lof 3

One(1) stvle of submmutted sample(s) sad to be :
breathable fabrie

Country of Ongm: China

2018-03-07

2018-03-08 to 2018-03-13

Selected test(s) as detailed herein.
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TEST RESTULT(S):

1. RBesiztance of fabrics to tion by water — ic head test
Ref BS 2823:1982

Fate of merease of water pressure: 800 mmH, O/minute
Test side: face side facing water

Water pressure (rmH, ) = 10,000
2. Water vapour permeability index

Eaf BS 7209:1990 Annex B

Water vapour permezability index 88.4%

ssxss%s End of Test Report ss#sss+
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