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DATE RECEIVED - 14 MAR 2018
REPUTED FIBRE CONTENT - NOT GIVEN
FABRIC DESCEIPTION - WOVEN
PERFORMANCE STANDARD - GENERAL

REQUEST: Resistance to abrasion

Al /. L Sheridan

S. WISEMAN L. SHERIDAN
LABORATORY DIRFECTOR LABORATORY MANAGER
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BS ENISO 11947-2:1998 Abrasion Resiztance

Black
9 kPa load.

Number of rubs to brezkdown:
Head 1 20,000=
Head 2 20,000=
Head 3 20,000~
Head 4 20,000~

BS ENISO 11947-2:1998 Abrasion Resiztance

Black
9 kPa load.
Number of rubs to breakdonm:
Head 1 30,000+~
Head 2 30,000+
Head 3 30.000=
Head 4 30,000+

BS ENISO 11947-2:1998 Abrasion Reziztance

White
9 LPaload.
MNumber of rubs to brezkdown:
Head 1 30,000+
Head 2 30.000+
Head 3 30,000
Head 4 30.000=
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